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Fundamental study on contraction crack prevention effect of concrete using slag type fin
aggregate. (Part 4: Verification of full-scale wall with 50% mixing ratio of slag type fine

aggregate)

HARASHINA Takeshi, IMAMOTO Kei-ichi
KIYOHARA Chizuru, YAMASAKI Junji
YASUDA Shingo, MAEDA Akira
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